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Appendix One
AMARNA CRUCIBLE DATABASE - Database of the cylindrical vessels recovered from the
Amarna excavations. (After Nicholson, 2007_ 197-207)

Object Number Material Length Breadth Thickness Diameter  Remains of glass? Calcareous Evidence Other Details
31817 Ceramic 85.40mm 73.80mm 28.80mm  200.00mm No No Vitrified. Very blackened and full of air holes; very hard. Interior surface has very thin layer of slip.
31853 Ceramic 70.50mm 90.90mm 26.50mm  180.00mm No No
31882 Ceramic 49.50mm 42.00mm 27.50m 180.00mm No No
32202 Ceramic 55.00mm 47.00mm 18.00mm No No Over-fired. Brick red one side, yellow grey on the other. One edge has a patch of hard white substance adhering to it. Purple patches on yellow grey side.
32238 Ceramic 112.00mm  106.00mm  15.00mm  180.00mm No No Underside has been scraped and shows striations. Slightly white firing surface. No traces of glass remain. Fabric is hard and contains traces of limestone.
32334 Ceramic 97.50mm 73.00mm 14.50mm No No Impressions left by organic material probably chaff. Upper surface has a white bloom.
32341 Ceramic 48.00mm 28.00mm 13.00mm No No Covered in white slip on both sides. Inside has begun to fuse.
32343 Ceramic, Slag 22.50mm 35.00mm 14.50mm No No Heavily slagged on interior. Inner surface and edge of rim covered in a layer of black slag which in turn has patches of green and red colouration on it - possibly copper and iron present in slag.
32427 Ceramic 100.00mm  95.50mm 11.50mm  180.00mm No No Blue frit on the bottom. Rim is uneven.
33461 Ceramic 60.00mm 53.00mm 23.00mm  190.00mm No No White coating on inside.
33462 Ceramic 80.00mm 42.00mm 25.00mm 180.00mm No No White coating on inside.
34077 Ceramic 0 0 0 170.00mm No No
34218 Ceramic 0 0 0 180.00mm No No White coating on inside.
34241 Ceramic, Slag 0 0 0 180.00mm No No Over-vitrified to slag.
34242 Ceramic, Lime 46.72mm 25.68mm 19.46mm No No Lime adhering to vessel.
34261 Ceramic 64.00mm 46.00mm 9.00mm 180.00mm No No White coating on interior and white firing surface on exterior. Slightly pinkish on all surfaces - including broken edges - perhaps from contact with pigment perhaps post breakage.
31681 Ceramic-slit, Frit  42.00mm 25.00mm 18.20mm No No Blue frit attached to one side.
31777 Ceramic-silt 39.50mm 31.40mm 15.50mm No No Interior has a layer of yellow overlain by white.
30550 Ceramic, Frit 70.00mm 65.20mm 24.00mm No Yes Blue frit, granules of unreacted quartz adhering to bottom. Ceramic distorted by heat.
31869 Ceramic 75.50mm 51.00mm 23.80mm No Yes Under layer of calcareous slip the ceramic looks burnt. Over fired.
31889 Ceramic 88.90mm 54.00mm 13.00mm  160.00mm No Yes Ceramic is black as if burnt. Overlying the calcareous slip is a thick layer of hard, chalky looking material rich in lime and silica. Could be remains of unreacted batch materials.
31894 Ceramic 93.00mm 58.50mm 32.50mm  160.00mm No Yes Vitrified. Bloated and over-fired. Calcareous slip inside.
31816 Ceramic-silt 53.90mm 28.30mm 16.50mm  170.00mm No Yes Interior retains a thin layer of yellow-coloured calcareous slip.
30655 Ceramic, Glass 43.20mm 27.30mm 13.20mm Yes No Turquoise-blue glass covering interior and part of exterior. Blue vitreous material covering rim. Red silt ceramic with lime inclusions in fabric. Patches of lime.
31679 Ceramic, Glass 67.00mm 33.90mm 12.00mm  160.00mm Yes No Inside coated with layer of green blue glass.
31682 Ceramic, Glass 31.20mm 35.90mm 11.00mm  180.00mm Yes No Fragment of rim with turquoise blue glass running down either side near the top. Thick glass up to 5Smm forming a ridge runs along inside of rim.
31691 Ceramic, Glass 53.00mm 28.5mm 16.5mm 180.00mm Yes No
31943 Ceramic, Glass 26.10mm 14.60mm 18.90mm Yes No Layer of weathered copper green/blue glass on one surface.
31963 Ceramic, Glass 26.90mm 24.00mm 12.00mm Yes No One side has copper green/blue glass adhering to it.
32193 Ceramic 0 0 0 180.00mm Yes No Inner surface has a patch of de-vitrified glass. Over-fired.
32203 Ceramic 37.00mm 37.00mm 11.00mm  180.00mm Yes No Inner surface has a hard white substance adhering to it and possibly a lump of devitrified glass. Traces of blue glass and lime on interior.
32342 Ceramic, Glass 17.00mm 15.00mm 11.50mm Yes No Pinkish white on one side. Top of rim and interior covered in a layer of turquoise blue glass, opaque.
32346 Ceramic, Glass 0/155.00mm 0/142.00mm 0/20.00mm 160.00mm Yes No Patches of grey colouration with slight blue tinge - possibly from glass. Edges covered in lime. Exterior has blue glass running down it. Underside has area of thin dark copper blue glass, also a layer of yellow plaster stuck to it.
32351 Ceramic, Glass 57.00mm 46.00mm 12.50mm Yes No Yellow slip outside. Lime patches on interior surface. Patch of copper turgouise blue glass - some on surface and some in a ridge running through the middle of the patch.
33460 Ceramic, Glass 92.00mm 68.00mm 26.00mm  190.00mm Yes No Exterior on one edge slightly vitrified. White coating on interior, slight traces of green glass.
33497 Ceramic, Glass 64.00mm 54.00mm 11.50mm  240.00mm Yes No White lining on inside, dark-green glass on interior of the rim.
33546 Ceramic, Glass 68.00mm 39.00mm 17.00mm Yes No White coating on interior of rim. Remnants of light copper green glass overlie white coating and show many "air bubbles".
33653 Ceramic, Glass 54.00mm 39.00mm 13.00mm  200.00mm Yes No White coating layer on interior, some remnants of greyish/white glass near the rim on the inside.
33838 Ceramic, Glass 48.00mm 38.00mm 14.00mm Yes No Cobalt-bue glass on one surface.
33839 Ceramic, Glass 39.00mm 29.00mm 13.00mm Yes No Cracked and the glaze penetrating through the crack.
33981 Ceramic 32.00mm 38.00mm 8.00mm 180.00mm Yes No Traces of dark copper blue glass extend from the interior over the rim and become more extensive on exterior.
34208 Ceramic 48.00mm 30.00mm 19.00mm Yes No Traces of dark blue glass to the underside of the vessel.
34219 Ceramic 0 0 0 180.00mm Yes No White coating on inside. Base has a layer of dark copper (possibly cobalt-) blue glass. Finger print on exterior.
34220 Ceramic 0 0 0 180.00mm Yes No Base has adhering dark copper blue glass.
34243 Ceramic, Glass 83.81mm 46.74mm 27.14mm Yes No White coating on interior. Exterior has some adhering glass.
31792 Ceramic-silt 43.20mm 34.50mm 20.50mm Yes No Pale green/blue glass approx. Imm thick on interior of the vessel.
31650 Ceramic 46.20mm 50.00mm 21.00mm  180.00mm Yes Yes Exterior bottom attached to a large area of pale green/blue glass. Interior has white calcareous slip.
31661 Ceramic 124.00mm  84.50mm 60.00mm  200.00mm Yes Yes Calcareous lining on base and lower wall of interior.Traces of copper blue and very pale green/white glass on underside. Glass traces also in interior.
32347 Ceramic 133.00mm  81.00mm 23.00mm  160.00mm Yes Yes Vitrified. Blackened on top edge and down inside vessel. Calcareous slip mostly lost. Traces of glass on interior.
32350 Ceramic, Slag 47.00mm 52.00mm 12.00mm  180.00mm Yes Yes Interior has white calcareous slip. Rim edge covered in a thin layer of blue opaque glass.
33394 Ceramic, Glass 72.00mm 71.00mm 15.00mm  180.00mm Yes Yes White calcareous coating on inside. Turquoise and dark-green glass on rim and running down the walls. Some limestone inclusions on the fabric.
34191 Ceramic, Glass 155.00mm  142.00mm  20.00mm Yes Yes Exterior is yellow/white and is probably a firing surface. Run of deep copper blue glass on exterior. On the interior only the angle between the wall and base remains. This has a white calcareous slip. Adhering to it is a patch of copper blue glass.
30656 Ceramic-silt, Glass 40.10mm 28.20mm 13.00mm Yes Yes Calcareous slip on interior. Outer surface and top of rim covered in turquoise blue glass. One horizontal line of thicker turquoise glass running almost perpendicular to rim top. Specks of calcareous material interspersed with glaze.
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